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Sample Size Grade

yGEIRER 25023 B R /
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Other Description
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authenticiry,accuracy and/or completeness of the information.

e H 3 2025-04-09 FE SR - JEIR
Receipt Date Sample Description

el USE:GP 2025-04-09~2025-04-10 58 prE: /
Test Date Criterion
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Test Items

oL 7k ASTM E2371-21a, ASTM E1941-10-(2016),ASTM E1447-22,ASTM E1409-13(2021)

Test Methods

o RES o A4

FH: LAREERSGEHE. . FHEAAMEALFTEMN . Wihout the official report seal and the signature of appraiser, checker and approver,the
report is invalid. 2 955 AN X £ 5 . The results shown in this test report refer only to the received sample. 3.3 R EHEH RN . BTFRAWSZH
EHARNFLR SR E . Any objection to this report,please submit it to the laboratory within 15 days.4. /854> & ## & . This document can not be
reproduced except in full. 54370 B AEA T CMA FICNAS JEEIR, 4RMNML#%. Items marked with*are not within the scope of CMA and CNAS,and
the results are for reference only.
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1.44%2 %5 Chemical Composition
WEEER FE 485 Sample Number Fau 75 =
Items Information et T — — Test Method
Al w/% 6.21 6.18 — - ASTM E2371-21a
Fe w/% 0.167 0.173 - - ASTM E2371-21a
\% w/% 421 421 T - ASTM E
C w/% 0.004 0.006 — - ASTM E194}1 1¢
H W/% 0.0009 | 0.0011 — — ASTM Wy
N W/% 0.003 0.003 — — | ASTM E143%21)
0] w/% 0.113 0.116 - — ASTM E1409-13(2021)
2%V Remark /
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Customer
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Sample Name Category

T A% ®98*14mm SRS Ti6AI4VELI
Sample Size Grade

Rk AR 25023 FEaR A M

Heat/Lot No. Sample State
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Heat Treatment Sample Quantity
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Other Description
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The above information and samples are provided by the customer,and the company does not assume the respon g ¥bt§'iferify the
authentictry,accuracy and/or completeness of the information. XQ’
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Test Date Criterion

/TR SRR LI A C A

Test Items

e 75 ¥ ASTM E8/E8M-22,ASTM E92-23,AMS 2643F

Test Methods

Appraiser

kb n A

FH: 1L.AREEREEHE. E8. FIXAHHEALF LS. Wihout the official report seal and the signature of appraiser,checker and approver,the
report is invalid. 2 & W &5 AKX SEFEHA T . The results shown in this test report refer only to the reeived sample. 3. X EEE R . B TFRBWRE
Z HBE+THRN LR =EHRH. Any objection to this report,please submit it to the laboratory within 15 days.4 B #lIH %L . Thisdocument can
not be reproduced except in full. 5.A3E*I H AEE AT CMA FICNAS JaE W, SRNMEL . Items marked with*are not within the scope of CMA
and CNAS,and the results are for reference only.
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1.Z=JEHif# Tension Test Room Temperature
ﬁﬁ H ’fgﬁ\ ﬁ ﬂn%ﬁ%‘ Sample Number *ﬁx@ﬂjﬁ&
Items Information / — — Test Method

PALIREL (Rm) MPa 913 — — ASTM E8/ESM-22
Tensile Strength
5 98 P A 3 5 ysis & ;
(Rpo2) Proof - - T
strength, plastic MPa 865 ASTM EM]&?
extension *
BR KR (4 ) : d
Elongation in A4D % 18 o o ASTM E&@%
Wrin i 4g % (Z) ‘or Inspect
Percentage reduction of % 46 - - ASTM -22
area
£ Remark )
2.8 A% Hardness Test
m E'f%l‘:‘%‘ ﬁlﬁléﬁ‘%" Sample Nllmber *ﬁfmﬂj‘j‘}‘%
Items Information / — — Test Method
293 306
YEIRBERE (HV) 305 (#%
Vickers Hardness HY ) o o ASTM E92-23
HV10/15
£ Remark
3.5 1% Metallographic Microstructure
HEEE FEM4RS Sample Number Rl e
Items Information / - - Test Method
TR N
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